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TOKO TECHNOLOGY (WUXI) CO.LTD

TOKO®

ey niGERE
QUALITY INSPECTION CERTIFICATE

‘= PRODUCTS NO. :WELDING WIRE EM12K

JE P45 Certificate No.: 36922

{di B ¥4/ USER: SYLVAN TECHNOLOGIES LTD.

ez iy (%)

ROMRRBLRIERE | RO

SR ng? ( BENW Performance of deposited x-ray bend test
LOT NO. mm) (Ton) Chemical Composition metal inspect

C Si Mn P S Cr Ni Cu Mo Ti Al Zr Nb | Rm |ReL [A(%) AKv(-20°C)
190515 32 9.00 0.050 0.021 0.490 0.013 0.010 0.013 0.005 0.013]... 505|418 | 28| 80| 71| 72| classI Qualified
190515 4.0 2.00 0.050 0.021 0.490 0.013 0.010 0.013 0.005 0.013]... 505|418 | 28] 80| 71| 72| classI Qualified

7 (Note) :
1. A= AT GB/T5293-199945#E, NB/T 47018-2011451#E .

Application standard: GB/T5293-1999. NB/T 47018-2011.

2. AV T TIS09001:2008 Jif E 4k Z 1A IF .

Administration System: ISO9001:2008

3. X P i o A R

BRI H N4 . FEHFHA R HIE, PdttS . iEBaS.

If there are any quality problems, please propose within 10 days after receipt, and note the delivery date

4. ARYRAAE R . 11000KGS

The delivery is: 11000KGS

5. Ak B 5 Jo oG 3 5T N TE AL o

The certificate without QC stamp or the copy is not valid

Date: 2019-05-15
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